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[57] ABSTRACT

A roll cover is made by preparing a slurry of fibers
and radially depositing these fibers on a cylindrical
member such as a screen, building up a sleeve which
may be mounted on a mandrel. The concentration of
fibers in the slurry may be tailored to suit require-
ments, so. that a sleeve may be formed with fiber con-
centrations which vary in a radial direction.

2 Claims, 1 Drawing Figure
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